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Customer's Ref. No. ARE/NTH/Kol/RS-1/17-18/001

Date: 21/08/2017

i< _I SR fere 00141/NTH(ER)/CH(OF)/04/09/2017
Register No & Date

Cationic Bitumen Emulsion for Roads(Grade-MS).
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Description of Test tem

TR WAt & A
Hertification of Test tem

Sample received in a poly Jar marked as AEROSEAL C,
Cationic Bitumen Emulsion for Roads(Grade-MS), Batch No.

ARE/CBE/MS/02042017, Mfg : 20.04.2017.

ayan o fafwfe ¢ afs

B T IS : 8887-2004.
Product Specification (F ary)
ek ﬂ 23/08/2017
Dete of Receipt of the Test tem -
w1d g @t fafer

Date(s)of Performance of Tests From: 04/10/2017

; As referred in IS : 8887-2004.
ZITagd WA & Tg 19

Methods) used for Test

NA
T winan gt wrafie §
~ Sampling Procedure where relevant
Tested By _ Checked By
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Dr. Anath Bandhu Mondal
Scientist-SB(Chemical)

V. Muthuselvam
O Cheamical

05/10/2017

Approved By

Dr. S. N. Bandyopadhyay
Scientist-SB(Chemical)
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Sl. No. Test Name Test Result Limit
1 Residue on 600 0.025 Max.0.05
micron IS Sieve,
percent by mass.
2 Viscosity by Saybolt 69 20-100(RS-1),100-300(RS-2),
Furol Viscometer in 50-300(MS),
secs. at 50 degree
C.
3 Coagulation of Nil Nil.
emulsion at low
temperature.
4 Storage stability 0.58 Max.2(RS-1,5S-1 & SS-2), 1(RS
after 24 h , percent. -2 & MS)
5 Coating ability and Good Good
water
resistance:1)Coating
, dry aggregrate.
Tested By : Checked By Approved By
\{- \——;‘_ > { <N, __.,,.Q
M d XA A o (A_S 2 0 p
V. Muthuselvam Dr. Anath Bandhu Mondal Dr. S. N. Bandyopadhyay 7
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Scientist-SB(Chemical)

Scientist-SB(Chemical)
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6 2)Coating , after Fair
spraying .
7 3)Coating, wet Fair
aggregate.
8 4) Coating , after Fair
spraying.
9 Miscibiliity with No Coagulation.
water.
10 Tests on residue :1) 66.93
Residue by

evaporation,percent.

Tested By _ Checked By
V. Muthuselvam Dr. Anath Bandhu Mondal
N Chamiral Scientist-SB(Chemical)
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Limit
Fair
Fair
Fair

No Coagulation(RS-1,RS-2,MS
& SS-2)

Min.60(RS-1),67(RS-2), 65(MS),
50(SS-1), 60(SS-2)

Approved By
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Dr. S. N. Bandyopadhyay
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Sl. No. Test Name Test Result Limit
11 2) Penetration 25 105 80-150(RS-1 & RS-2), 60-
degree C./100 g/5 150(MS), 60-350(SS-1) & 60-
sec.,1/10 mm. ~ 120(SS-2)
12 3)Ductility 27 degree Above 50 Min.50
C./.cm.
13 4) Solubility: In 99.35 Min.98
trichloroethylene,
percent by mass.
14 Description Dark grey coloured homogeneous
emulsion free from visible impurities.
feomft Nil
Nate
HHAT
Remarks . In respect of the tests carried out the sample meets the requirements of 1S 8887:2004 for

Cationic Bitumen Emulsion for Roads,Grade-MS.
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